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Test Report Al R

Number : TWNC01314150
He RS
Applicant: ARCH ELECTRONICS CORP. Issue Date : Nov 08, 2024
S E G MFEEFRAARAE s HEA
3F, No. 79, Sec. 1, Xintai 5th Rd.,
Xizhi Dist., New Taipei City, Taiwan
by k& & 7ikg—EE 79 5% 3F
Sample Description 15 fhicit:
One (1) Group of Submitted Samples Said To Be :
DA AR o Sy BEFE B P it S sy
Sample Description : AEC60 , AFC , AFC20 , AFC20H , AFC20N , AFC20V , AFC20V-12S VVDN , AFCV20 , AFC-
Pt E1l, AFCH25 , AFCN , AFD25 , AHC , AHCO8 , AHC-E1 , AHCHO5 , AHCH10 , AHCN , AIC,

AJC, AJCV100, AJCV150, AKC, ALC, ANC50, ANC A, ANC A-E1, ANCN, ANCH50,
AOC, AOCH , AOCHO05 , AOCH10, AOD10, APC, APC-E1 , APCN , AQC100, ARC,
ARCF20 , ARC60 , ARCV60 , ASC , ATC30, ATC, ATCW40 , ATCv40 , ATC-E1 , ATCH30,
ATCN , AUC, AVC, AWC15, AMC80 , AXC100, AYC, AZC, PLD20 .
MFC15 , MQC100 , MQC150 , MSC60 , MTC30 , MZC20 , MQCS100 , MSC , MSC-E1 , MTC,
MTC-E1, MVCO05 , MHC10 , MPC20 , MTCL30 .
SB1R5, SB03, SB05, SB08 , SF30, SHO5 , SHO8 , SH10 , SK30 , SK40 , SP10F , SR78-
1000, ST10, ST15, ST20, ST30, ST50F , ST60 , SU20 , SU40 , SW15, SW20 , SW20F,
SW30F , ZA05, ZC05 , ZB15 .

Date Sample Received : Oct 28, 2024

Wi H H#A

Date Test Started : Oct 28, 2024

FRfG IR H A

Test Conducted JHIER BT :
As requested by the applicant, for details please refer to attached pages.
WREREE A ZEK, dHEnsE 25T H.

Authorized By:
On behalf of Intertek Testing Services

Signed by:

/) L{JW}C}W l'{’

Matt W/ang 4 Thémas Chou

General Manager Manager #5347 Report Verification
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Test Conducted HiFNZE :

Test Result Summary R4S E ¢

Number
e

TWNC01314150

Test Item
HIETEH

c
>
=

a
0
S
=

Test Method
METTE

Result 455

Mixed all parts of
submitted samples (#)

Heavy Metal E& 8

Cadmium (Cd) Content

wmes

With reference to IEC 62321-
5: 2013, by microwave or acid
digestion and determined by
ICP-OES.

27 TIEC 62321-5: 2013 » DIf#%
NSE A Wray sk W Eteemi A
JRUFER & B A TS O R
pAKIINS

ND

Lead (Pb) Content

HEE

ppm

With reference to IEC 62321-
5: 2013, by microwave or acid
digestion and determined by
ICP-OES.

27 TIEC 62321-5: 2013 » DIf#
Rz BRI LA A LRl
JRUFER & B A TS O R
pAKIINS

21

Mercury (Hg) Content
Kag

ppm

With reference to IEC 62321-
4: 2013+AMD1: 2017, by
microwave or acid digestion
and determined by ICP-OES.
27 [EC 62321-4:
2013+AMD1: 2017 » DIfdiz =g
R RCORA B A bR Il P JRR T
ME BRI TR ROEEEE D
#r o

ND

Chromium VI (Cr(VI)) Content
NESEESE

ppm

With reference to IEC 62321-
7-2: 2017, organic solvent was
used to dissolve or swell
sample matrix, followed by
alkaline digestion and
determined by UV-Vis
Spectrophotometer.

£ 1EC 62321-7-2:2017 > D)
BB AR R A E Y
iR - TR - FERSN
Jt-A RO R AT

ND
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Number TWNC01314150
He RS
Test Conducted HiFNZE :
ey
Test Item Unit Test Method o %% - RL
- . s ixed all parts o RL
~ [: I ~ [: ~
MEH fi MEATTA submitted samples (#)
Polybrominated Biphenyls (PBBs) % R
Monobrominated Biphenyls
(MonoBB) BRI ppm ND 5
Dibrominated Biphenyls
(DiBB) R ppm ND 5
Tribrominated Biphenyls
- vt m ND 5
(TriBB) = A% PP With reference to IEC 62321-
Tetrabrominated Biphenyls m 6: 2015, by solvent extraction ND 5
(TetraBB) DU R PP and determined by GC-MS and
Pentabrominated Biphenyls further HPLC-DAD confirmation
(PentaBB) 71 B PPM | when necessary. ND 5
Hexabrominated Biphenyls %Qf% IE\(; 62321-6: 2015 - LU ND c
(HexaBB) 7 B PPM | (38 ity P S A S AT i e o>
Heptabrominated Biphenyls T > AT DL OB AR T \D .
(HeptaBB) +5f% PPM | e — B (S e S T e
Octabrominated Biphenyls W ©
(OctaBB) /Ui ppm ND >
Nonabrominated Biphenyls
(NonaBB) JLisHiE ppm ND >
Decabrominated Biphenyl
(DecaBB) |52k ppm ND >
Polybrominated Diphenyl Ethers (PBDEs) % &< Bt
Monobrominated Diphenyl Ethers m ND 5
(MonoBDE) 35l it PP
Dibrominated Diphenyl Ethers
(DIBDE) st P o >
Tribrominated Diphenyl Ethers
THBDE) = & i ppm ) ND 5
(TriBDE) — St With reference to IEC 62321-
Tetrabrominated Diphenyl Ethers m 6: 2015, by solvent extraction ND 5
(TetraBDE) DU;&LE# ik PP and determined by GC-MS and
Pentabrominated Diphenyl Ethers further HPLC-DAD confirmation \D .
(PentaBDE) i &1k PPM | when necessary.
Hexabrominated Diphenyl Ethers Zﬁf IEg 62321-6: 2015”’ PU& ND 5
(HexaBDE) 73 HEas PPM | FEIREH A FH SR FEAT L 5 5y
Heptabrominated Diphenyl Ethers AT > AT DS SRR T \D .
(HeptaBDE) a5t PPM 1 o i B ek 51| (S 5 T T
Octabrominated Diphenyl Ethers w0
S S ppm ND 5
(OctaBDE) /\ &4t
Nonabrominated Diphenyl Ethers
(NonaBDE) 1. 547k Ppm ND >
Decabrominated Diphenyl Ether
(DecaBDE) |- ppm ND >
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Number : TWNCO01314150
e R
Test Conducted HiFNZE :
ey
Test Item Unit Test Method o %% - RL
S - TN ixed all parts o RL
AETH AT .
MEH fi MEATTA submitted samples (#)
Phthalates ¥ — FFisRs
Di(2-ethylhexyl) Phthalate (DEHP)
s — R (- c ppm ND 50
A IR —(2- LA T AR With reference to IEC 62321-
Dibutyl Phthalate (DBP) m 8:2017, by solvent extraction ND 50
RR_HE T B PP and determined by GC-MS.
Benzyl Butyl Phthalate (BBP) 275 IEC 62321-8:2017 > LU \D 0
ME T RS SE R T RS PPM | FeXEHAI: FH SRA B AT e 7
- i
Diisobutyl Phthalate (DIBP)
R R T TR ppm ND >0
Remarks: ppm = Parts per million based on weight of tested sample = mg/kg
i HE > —  REBIEELEREHE = 270/0T
ND = Not detected Ft@HlH,
RL = Reporting limit, quantitation limit of analyte in sample
R - AR fn 2 E & EHIRSRIR
# = Test results were for reference only and might not represent the real content in each component

as the composite sampling procedure was according to the special request of client. Please be
noted the fewer components are mixed up, the better representation of sampling will get.
figE FEORETR G - BAHERGERERSS - HZOENGERN —EiARS ISR -
TR E A D BRI M SR E -

Responsibility of Chemist 437 A& : Andy Yu / Vita Fu

Date Sample Received fiHUa-HEA @ Oct 28, 2024

Test Period £ st Al AR : Oct 28, 2024 to Nov 07, 2024
RoHS Limit RoHS [R{&

Restricted Substances [RH%'&E Limits [E{H

Cadmium (Cd) content 5 & & 0.01% (100ppm)

Lead (Pb) content §t& & 0.1% (1000ppm)

Mercury (Hg) content k& & 0.1% (1000ppm)

Chromium VI (Cr(VI)) content ~{EiZ & & 0.1% (1000ppm)

Polybrominated Biphenyls (PBBs) 2% &8 0.1% (1000ppm)

Polybrominated Diphenyl Ethers (PBDES) 2,55 it 0.1% (1000ppm)

Di(2-ethylhexyl) Phthalate (DEHP) #% — Fifig —(2- 2 )EE | 0.1% (1000ppm)

Dibutyl Phthalate (DBP) #{7 & — T 5 0.1% (1000ppm)

Benzyl Butyl Phthalate (BBP) %2 — FHfE 5 T fis 0.1% (1000ppm)

Diisobutyl Phthalate (DIBP) #[Z —FHfE — & T 5 0.1% (1000ppm)
The limits were quoted from Annex II of 2011/65/EU and Amendment (EU) 2015/863 for homogeneous material.
ARIRMEZARIEEN B T5 < 2011/65/EU K H 555 (EU) 2015/863 7[5k S EMEFTETIE
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Number : TWNCO01314150

RS
Test Conducted HiFNZE :

Measurement Flowchart HIs7 F2 E:

Test for Cd/Pb/Hg/Chromium (VI)/PBBs/PBDEs Content RoHS 7<I&Hiz
Reference Method £ 75,7%: Cd/Pb: IEC 62321-5:2013; Hg: IEC 62321-4:2013+AMD1:2017;
Chromium (VI): IEC 62321-7-1:2015 (boiling water extraction);

Chromium (VI): IEC 62321-7-2:2017 (solvent and alkaline extraction);
PBBs/PBDEs: IEC 62321-6:2015

Sampling
ik
v v v
Cd/Pb/Hg Cr(vI) PBBs/PBDEs
SR/ $E/7R Metal IER Polymers / 2RI 2 A
eta Electronics
v . e £ B T v
For different material, ¢ ¢ Weigh sample and add
digest the sample with Insoluble/ organic solvent
appropriate acid"! {i#1'& 50cm? sample, boiling Weidh & sample urknown FREf A e
DUBERE I  water extraction i S polymers i
¢ H50 ¥ ;7_?77 Phini and electronics
7 Soluble polymers | Tk;ﬂj’ﬁ/ ARAIE By solvent extraction
Confirm the tested ¢ AR IRELEE TR SEPAREEY
samples are totally ¢
dissolved Cool and filter the )
HERDRE fhoe 25 extract Add NMP, ultrasonic Add toluene and
extraction digestion solution
¢ A AL A JINMP > 42 EY TSRO LR Concentrate the extract
and make up with
Make up with ¢ ¢ organic solvent
deionized water - AU TR TR
o Make up with Alkaline digestion Heat sample in a
deionized water and wRoM L microwave oven ¢
¢ add diphenyl- BRI
carbazide solution Analyzed by GC-MS
( Analyzed by ICP-OES > SR A T ¢ i GC-MS 447
- 4
S ICP-OES 7347 Metal Reaction with DPC Take aqueous phase
LB B DPC s\ [ e for DPC reaction
HU7K %2 DPC &7
Visual 2 JE
observation™
B |
Make up with D.I. water
DIEHET/KE =
h 4
Analyzed by UV-VIS
{1 UV-VIS 73#fr
(AR AW Page 5 of 8
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Number : TWNCO01314150
He RS
Test Conducted JHEAZE :
Remarks f#&k:
*1: List of Appropriate Acid &M RINEE R T2 -
Material #1'& Acid Added for Digestion 7l i fEdH
Polymers &1 HNOs; HCI,HF,H,0, H3BOs T ~ Eilk - Sk - BEE0K - il
Metals 4/ HNO;HCI, HF i - Bl - Smlik
Electronics &7 i HNO3 HCI,H,0, HBF, 1% - Bll% - 50K - #lEE

*2: If sample solution is significantly more intense than 0.13 pg/cm? equivalent comparison standard, Chromium VI
would be determined as detected, the result of visual observation is positive.
BRI fna R B (B #EE 0.13 ug/cm2 7 PR HHNEHE N E SRS R Rlo
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Number : TWNCO01314150
RS
Test Conducted HEFEAZE :
Measurement Flowchart HIs7 F2 E:
Test for Phthalates Content #[7 — FH &g HIE,
Reference Method 2% 757%: IEC 62321-8:2017
Sampling
HkE
Weigh sample and add organic solvent
FEEENGANA A 17
By solvent extraction
SERIAEE
Analyzed by GC-MS
{#F GC-MS 4347
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Number : TWNCO01314150

RS SRS

Sample photo #5h1E
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TWNCO01314150
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3456 78 910

End of Report

Except where explicitly agreed in writing, all work and services performed by Intertek is subject to our standard Terms and Conditions which can be obtained at our website: http://www.intertek-

twn.com/terms/ . Intertek’s responsibility and liability are limited to the terms and conditions of the agreement.

This report is made solely on the basis of your instructions and / or information and materials supplied by you and provide no warranty on the tested sample(s) be truly representative of the sample source.
The report is not intended to be a recommendation for any particular course of action, you are responsible for acting as you see fit on the basis of the report results. Intertek is under no obligation to refer to
or report upon any facts or circumstances which are outside the specific instructions received and accepts no responsibility to any parties whatsoever, following the issue of the report, for any matters arising
outside the agreed scope of the works. This report does not discharge or release you from your legal obligations and duties to any other person. You are the only one authorized to permit copying or
diistribution of this report (and then only in its entirety). Any such third parties to whom this report may be circulated rely on the content of the report solely at their own risk.

Reporting Statements of Conformity: Please note that the test results contain statement of conformity with the decision rules which are based on the specifications of customers, regulations and

standards, and does not consider measurement uncertainty.
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